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Holv Compressor PAO 46 Texuuueckoe onucanue

KomnpeccopHoe macno
PAO 46
OnucaHue

Holv Compressor PAO 46 — macno BbICLUEro kKa4yecTBa C BbICOKON MEXaHUYEeCKOW YCTOMYMBOCTbIO OIS
CMasbliBaHMA BO34YLLHbIX KOMMNPECCOPOB (AMHaMN4ecKoro 1 06 beMHOro TUMOB) HA OCHOBE COBPEMEHHENLLIEN
TexHonormn 6e33onbHbIX o6aBok kKomnaHun BASF, yaosneTBopsiowme Tpebosanua DIN 51506 VDL,
obecneynBatoT BLICOKYHO CTOMKOCTb K OKUCIIEHMIO 1 06pa30oBaHMIO OTIIOXKEHWI, MPEBOCXOAHO NpefoTBpaLlLaloT
KOppPO3uto, NO3BOSIAIOT NIErKo OCYLLECTBUTL 3anycK Mpu SKCTPeManbHO HU3KUX TeMnepaTypax

MpumeHeHne

B npombiLLneHHbIX KOMNPECCOPHbIX YCTaHOBKax paboTaloLwmx npu Temnepartype cxaTtoro Bo3gyxa ot 160 go
200°C(B 3aBMCUMOCTM OT TWNa yCTaHOBKM) 1 AaeneHun 6onee 25 6ap, ¢ uHTepBanamMm 3aaMmeHbl Macna o
10000 yacos

-MoplHeBbIe BO3QYyLLUHbIE KOMMPECCOPHI

-PoTaumoHHble BO3ayLLIHbIE KOMMPECCOPbI

-MnacTuHYaTble BO3QYyLLHbIE KOMMNPECCOPbI

-BuHTOBBIE BO3AYLLHBIE KOMNPECCOPbI

-BoamoxHo npumeHeHue B TypboHarHeTaTensix VTR

Mpeumywecta
CooTtBeTCcTBME TPEOOBAHUAM

ISO 6743-3A-DAJ
GM LJ-03/04/06/10-1-97
DIN 51506 VDL

BblCcOkasi CTOMKOCTb K OKUCIIEHWIO

MuHuMyM 0Opa3oBaHUs OTNIOXKEHWI

YBenu4yeHHbIe HTEpPBarbl TEXHUYECKOro 06CnyXnBaHus
OTnnyHas 3awwmTa oT KOppo3nn

Bonee ponruii cpok cnyx6bl 06opyaoBaHus
OdhdekTnBHOE BOAOOTAENEHNE

VckntoyaeT npucyTCTBUE BNarv B Mectax TpeHust
CHWXeHWe aKcnyaTaumoHHbIX pacxonoB

BapwuaHTbl chacoBku 201, 6051, 208n

TexHUYecKkue xapakTepucTuku

Test Method Units Comp PAO 46
ISO VG - - 46
Density 15°C ISO 12185 g/ml 0,845
K.V. 40°C ISO 3104 mm?/s 46
K.V. 100°C ISO 3104 mm?/s 8,4
Viscosity index ISO 2909 - 161
Rust Protect ASTM D92 = ar
Cu corrosion 40°C ASTM D130 - 1A
Pour point ISO 3016 °C -55
Flash Point ISO 2592 °C 242
ZFG test - - 12

HOLV Schmiermittel GmbH
Mainzer Straflte 97, 65189 Wiesbaden, Deutschland

www.holv.ru

www.holv-lubricants.ru



